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This specification covers minimum requirements for epoxy grouting 
between foundations and equipment bases. Included are require-
ments for materials, placement, and quality control.
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PART 1—GENERAL

1.1—Scope
1.1.1 This specification covers requirements for installa-

tion of epoxy grout between foundations and bases of equip-
ment and machinery. Included are requirements for mate-
rials, placement, and quality control.

1.1.2 This specification supplements the Contract Docu-
ments and provides requirements for the Contractor.

1.1.3 This specification governs for construction within its 
scope, except the Contract Documents govern if there is a 
conflict.

1.1.4 This specification governs if there is a conflict with 
referenced material and testing standards.
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