Meeting Agenda

ACI Committee 236

Material Science of Concrete

ACI 2005 Spring Convention

Monday April 18, 2005

5:00 p.m. – 6:30 p.m.

New York

1. Introductions

2. Purpose of meeting and review of agenda

3. Membership

4. Review and approval of meeting minutes for Fall 2004

5. Report from TAC liaison:  Ronald Burg

6. Liaison with other Committees

7. Publications status

· Cracking: Peter Taylor and P. Fidjestol

· Publications in CI: papers suggested at the Spring 04 meeting (none submitted)

· “Methods for testing concrete for permeability on site” by M. Basheer

· “Measuring Workability for no-slump concrete” by A. Kappi

· “Nanotechnology of Concrete: Recent Developments and Future Perspectives”, by K. Sobolev, M.F. Gutierrez

· David Lange suggested that his student Zach Grasely’s work on internal relative humidity and basic drying shrinkage could be a possible topic. 

8. Presentation on ACBM project :“Early Age Testing” Dave Lange
How can ACI 236 participate? Update

9. Sub-Committee 236-A (Workability of Fresh Concrete)

Ferraris

10. Sub-Committee 236-B (Permeation Methods)


Basheer

11. Sub-Committee 236-C (Virtual Concrete Technology)

Sobolev

12. Sessions at this convention

· Workability of SCC: Roles of Its Constituents and Measurement Techniques, Part I-II: Caijun Shi

13. Future sessions

Fall 2005 or later:

· “Effects of Deicing Chemicals on Durability of Concrete”:  P. Rangaraju 

· “Materials Science of Supplementary Cementitious Materials”:  
Kejin Wang 

· Digital Image Analysis – Juenger and Joe Biernacki  (Spring 2006).

· Fiber-Cement Composites – Biernacki and Kurtis (Fall 2006). 

14. New Business and Announcements

15. Next meeting

16. Adjourn

