AGENDA

CONCRETE REPAIR GUIDE
ACI 546 - C

Subcommittee Meeting 

March 21, 2010
Chicago, IL
Item 1:
Introduction
Item 2:
Review of Minutes


Item 3:
Review of Chapters



Chapter 1
Introduction


Lozen/Keane/Taylor



Chapter 2
Concrete Removal

Barlow/Joyce



Chapter 3
Materials


Gillespie/Solomon/Tomes

Chapter 4
Repair Techniques

Porter; Chris Brown and




Brian Keane
Chapter 5
Protection Systems

Carter/Whitmore



Chapter 6
Strengthening and 

Kahn/Soudki/Lund





Structural Repair

Item 4:
Actions regarding conflicts between Chapters 2, 3 ,4 and 5 as discussed in the fall 09 meeting including:
1. Cathodic protection was included in this chapter 4.  It is already is in Chapter 5 – Protective Systems.  Most of the discussions regarding cathodic protection was removed in the updated Chapter 4 draft.  A section regarding embedded galvanic anodes still is in the latest draft which I believe should be removed.
2.  Overlays were removed from Chapter 4 in the revised draft as suggested at previous meeting.

3. Coating of reinforcing is covered in Chapter 3 - Repair Materials.  It has been added to the new draft of Chapter 4. Confirm that Chapter 3 only covers the material and that Chapter 4 discussed the application of bar coatings.

4. Likewise bonding materials is included in Chapter 3. Maybe discuss bonding requirements in Chapter 4 (amplitude, etc) and reference Chapter 3 for materials.

5. Reinforcement repair was added to Chapter 4.  Was it deleted from Chapter 2?


Item 5:
Discuss Schedule to get document entirely balloted and eventually to TAC.
Item 6:
New Business

